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15. Damage to Bearings and Preventive
Measures

Fig. 15-3 Scratches on Outer Ring Raceway of Tapered
Roller Bearing

Fig. 15-4 Scratches on Larger Side Surface of Tapered
Roller Bearing

Fig. 15-5 Crack on Outer Ring Raceway of Deep Groove
Ball Bearing

Fig. 15-6 Damaged Cage of Tapered Roller Bearing

Fig. 15-7 Indentation Marks on Outer Ring Raceway of
Tapered Roller Bearing

Fig. 15-8 Indentation and Flaking  on Outer Ring Raceway
of Deep Groove Ball Bearing
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Fig. 15-9 Creep on Outer Ring Surface of Deep Groove
Ball Bearing

Fig. 15-10 Seizure on Outer Ring Raceway of Deep
Groove Ball Bearing

Fig. 15-11 Electric Corrosion on Outer Ring Surface  of
Deep  Groove Ball Bearing

Fig. 15-12  Corrosion on Tapered Roller Bearing

Fig. 15-13. Corrosion on Outer Ring Raceway of Deep
Groove Ball Bearing
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